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WST HENo.: Ie- 2301892
Sample Type X5l NbsSn [ NoTi & Ca O eke/HY O
Test temperature e ]y 412k U4 else/ H 2 O
Standards L THR1E GB/T 21546 . GB/T 28871
Number & & 2 Sizef(RT]'mm] 2.286X1.524
%= Mt 7 B 3% (1) Ic(A) n &I
1012W-230425 s 2 1688. 1 40. 4
1012W-230425 s 3 1361. 8 36.0
1012W-230425 s 4 1140. 4 49. 4
1012W-230425 = 2 1691. 1 27.2
1012W-230425 = 3 1363.9 46. 4
1012W-230425 J= 4 1140. 4 45.1
ﬂﬁﬁf(}peratur V%Isl:r(;r4 W/ Assessor V%Isl:r(;rs
Ml 0 HliDate 2023-06-06 H#HH /Date 2023-06-06




